RESULTS OF INSPECTION
This is to certify that,

We - the surveyors of VINACONTROL, did attend at Campha port, Vietnam with the
purpose of carrying out survey of sampling and analysis of above mentioned commodity.
The representative samples of the whole lot were taken at random during loading course

and analyzed in the laboratory. The results are as follows:

iNow | &8 Specification Testing method Unit | Result
1 CaO ASTM C25-19 % 54,22

2 MgO ASTM C25-19 % 1.01

3 SiO2 ASTM C25-19 % 0.34

4 P ASTM C25-19 % 0.008

5 S ASTM C25-19 % 0.02

6 H20 ASTM C25-19 % 0.29
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Survey was carried out at Cam Pha port, Vietnam and in our Lab from 18 April 2022 to
25 April 2022




